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LABORATORY LOCATION/
CENTRAL OFFICE:

SELANGOR
MALAYSIA

Magna Glokal Technologies Sdn. Bhd.
No. 39, G-1-2, Jalan Putra Mahkota 7/8D Seksyen 7, Putra Heights
47650 Subang Jaya, Selangor , 47650,

ACCREDITED SINCE : 28 JANUARY 2026

MECHANICAL
ELECTRICAL

FIELD(S) OF TESTING:

This laboratory has demonstrated its technical competence to operate in accordance with MS ISO/IEC

17025:2017 (ISO/IEC 17025:2017).

This laboratory’s fulfilment of the requirements of ISO/IEC 17025 means the laboratory meets both the
technical competence requirements and management system requirements that are necessary for it to
consistently deliver technically valid test results and calibrations. The management system requirements in
ISO/IEC 17025 are written in language relevant to laboratory operations and operate generally in
accordance with the principles of ISO 9001 (see Joint ISO-ILAC-IAF Communiqué dated April 2017).

CENTRAL LOCATION:

Selangor

Maqgna Glokal Technologies Sdn. Bhd.
No. 39, G-1-2, Jalan Putra Mahkota 7/8D Seksyen 7, Putra Heights
47650 Subang Jaya, Selangor , 47650,

FIELD(S) OF TESTING : MECHANICAL, ELECTRICAL

SCOPE OF TESTING : MECHANICAL

Material / Product Tested Type Of Test / Properties
Measured / Range Of

Measurement

Standard Test Methods /
Equipment / Techniques

Plastic Automaobile (interior) Flammability

In House Method MGT/IHTM -002
(Rev. 1), 2012

Plastic Material Tensile Strength (Load range: 2

kN to 40 kN)

ASTM D638-14 (Type | Specimen)

Automobile Fibreboard For Thickness

Moulded Trim

In House Method MGT/IHTM -004
(Rev. 3), 2018

Color Of Films Of Paints Or
Related Products

Visual Comparison of Color

ISO 3668:2017 Except clauses
7.3, 74&9

Paint Coatings And Varnishes Appearance of Coating:
i) Quantity and Size of Defects

i) Intensity of Change

ISO 4628-1:2016
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Material / Product Tested

Type Of Test / Properties
Measured / Range Of
Measurement

Standard Test Methods /
Equipment / Techniques

Resistance to Separation:
Cross-cut Test

ISO 2409:2020 Except clauses 6
&7.2

Resistant to Water:
Water Immersion Method

ISO 2812-2:2018 Except clauses
6,7.2,73,74&75

Metallic Materials, Materials
Electroplated Or Treated With
Inorganic Or Organic Films

Neutral Salt Spray Test

JIS Z 2371:2015 Except clause
7.3

Metallic Materials, With Or Without
Permanent Or Temporary
Corrosion Protection

Neutral Salt Spray Test

ISO 9227:2017 Except clause 12

Consumer Electrical Appliances

Cyclic Salt Mist Test (Neutral
Sodium Chloride Solution)

IEC 60068-2-52:2017 Test Kb

Consumer Electrical And
Electronic Devices

Environmental Test:
Cold Test (down to -30C)

Environmental Test: Cold Test
(down to -30C)

Environmental Test:
Dry Heat Test (up to +120C)

IEC 60068-2-2:2007

SCOPE OF TESTING : ELECTRICAL

Material / Product Tested

Type Of Test / Properties
Measured / Range Of
Measurement

Standard Test Methods /
Equipment / Techniques

Electric Rice Cooker

Performance Measurement:
i) Energy Efficiency

MS 2024:2020 Clause 7.1.3

Household Microwave Ovens

Performance Measurement:
i) Microwave Power Output
i) Efficiency

IEC 60705:2018 Clause 8 & 9

Household Electrical Appliances

Measurement of Standby Power

MS IEC 62301:2012
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